Preliminary Draft for Review and Comment
2010 Aerosol Coatings Survey Results
Table 2 - ROC Ingredients by Category

Category: 80115 - Mold release coatings

Chemical Name CAS Number
Dimethyl Ether 115-10-6
HFC-152a 75-37-6
Hydrocarbon Solvent, BIN 1

Propane 74-98-6
n-Butane 106-97-8
HCFC-141b 1717-00-6
Isopropyl Alcohol 67-63-0

Hydrocarbon Solvent, BIN 12

Hydrocarbon Solvent, BIN 6

Note: ROCs listed comprise approximately 95% of the total ROCs by weight for this category
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